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The following sample was submitted and idertified on behalf of the client as PVC SHEET (E4081220308).

SGS Job No. : 2931880
Sample Receiving Date ; DEC 30 2008
Testing Period ! DEC 30 2008 — JAN 07 2008
L
Test Requested : To determine the phthalate contents in accordance with European Directive
2005/B4/EC,
Test Method © With reference to ASTM Method Designation D3421-75. Analysis was performed by
Gas Chromatography / Mass Spectrometry,
Test Results . Please refer to next page(s).
b Conclusion : When tested as specified, the submited sample complies with the phthalate

requirements stated in #uropean Directive 2005/84/EC.

Signed for and on behalf of
5GS Hong Kong Ltd.

Chan Yu Yan, Cyrus
Section Manager
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Test Results

Eor all toys and childcare adicles

Testitem 1 Detection Limit
Limit
Dibutyl Phthalate (DBP) ND 0.003% -
Benzylbutyl Phthalate (BBP) ND 0.003% -
~/  Bis{2-ethylhexyl) Phthalate (DEHP) ND 0.003% -~
Total (DBP + BBP + DEHP) <0.01% - 0.1%
For toys and childcare articles that can be placed in the mouth
Test item i Detection Limit
Limit
Diisanonyl Phthalate (DINP) ND 0.01% -
Di-n=octyl Phthalate (DMOP) ND 0.003% =
Diisodecyl Phthalate (DIDP) ND 0.01% -
Total (DINP + DNOP + DIDP) <0.03% = 0.1%

~ Sample Description :

1. White PVC Sheset

Note: 1. ND = not detected
2. % = percentage by weight

* End of Report ™
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